7. Formaldehyde sampling and analysis processes:

Sampling 1. Sample size : 20x
Parameters of control 40cm?2x4 pics
room l 2. Seal by aluminium foil
TH25C - >
RH : 50% Put the building material in control and conitrolithis :
: 0 temperature at 4 C
N @ 0.5h-1
b

Sampling by XAD-2
| 1. In first 24hrs, 2hrs

Establish calibration (120mg/60mg ) at 100 ml/min : .
sampling 1 time and the
l sampling time is 1hrs.
h A
Prepare standard solution Sampling 2. After 24hrs, 4hrs
Vil =361 sampling 1 time and the
L sampling time is 2hrs.
Inject standard solution to !
XAD-2 glass tubes Calculate by calibrators

L4 l

Over night and desorption the o
['ake the XAD-2 tube

sample. Sampling five different e Ttk tibed
concentration standards (analysis the front and back tube

l Desorption by toluene and
GC/FID sonication 60min
h 4 GC/FID Sample the quality control
Draw the calibration * sample

Calculate concentration and emission




