6. VOCS sampling and analysis processes:

1 » Sample size : 20x40em2x4
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RH : 50%

N : 0.5h-1

l Sampling time: 1 hr
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1 ~ In first 24hrs, 1hrs sampling 1
time and the sampling time is lhrs.
2 ~ After 24hrs, Zhrs sampling 1
time and the sampling time is Zhrs.
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